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ABSTRACT

OBJECTIVE

This project is a collaborative effort between two universities (Brown and Princeton) and an electric utility
(New England Power). The goa is to provide a more basic understanding of the nature of the organic
fraction of fly ash and itsrole in various utilization schemes. Four specific tasks have been defined:

Characterization of the physical and chemical nature of ash organics. This

task involves @) acquiring a suite of fly ash samples from utilities throughout the country,
b) characterizing this set of samples, or a subset, with respect to organic (carbon and
extractables) content, surface area and pore structure.

Development of new screening tests to eval uate the samples with respect to various applications.
Thisincludes further development of atest for fine carbon content and identification of asimple
alternative to the foam index test, both of which can serve as measures of suitability of the ash in
concrete applications.

Characterization of the adsorption behavior of selected fly ashes relative to various organic and
inorganic adsorbates.

Examination of the technical suitability of high-carbon coal fly ash as a low-cost alternative to
activated carbon in adsorption applications.



ACCOMPLISHMENTSTO DATE

A large ash sample bank has been assembled in this project, representing arange of ash types (class C and
F) found in U.S. utility practice, encompassing various boiler types and firing configurations
(tangential/wall-fired, conventional, low-NOx), coals of various rank, and selected ash samples from co-
firing applications. The ash sample bank now contains more than 60 samples. A battery of tests has been
carried out to characterize the chemical, physical, and adsorptive properties of the carbonaceous
component. The tests include: LOI (an approximate measure of carbon content), foam index test (an
industry standard measure of the strength of interaction between carbon and surfactants used in concrete
mixtures), full N2 (77 K) and CO> (195 K) adsorption isotherms including estimation of micropore size
distributions, low-temperature oxidation reactivity, and a standard test of liquid phase adsorption
properties. The work to date has shown very large variationsin the specific activity (per gm carbon basis)
of unburned carbon in ash toward concrete surfactants, reflecting large variations in the carbon properties.

A subset of the samples have been subjected to additional tests, including mercury porosimetry, transient
adsorption experiments with liquid phase adsorbates, and polar / nonpolar surface area determination by
flow microcalorimetry. Thiswork has shown that concrete behavior is governed by four factors:

(2) the amount of unburned carbon, or LOI

(2) the specific surface area of the unburned carbon

(3) the accessihility of the surface areato large surfactant molecules
(influenced by pore size distribution and adsorption equilibration time)

(4) surface chemistry (polarity in particular)

Work continued this period on the fundamental causes of poor concrete performance. The work was also
expanded to test the fundamental adsorptive properties of unburned carbon for applications were high-
carbon ash may serve as alow-cost environmental sorbent. The liquid-phase adsorption tests standard in
the activated carbon industry are being modified for suitability with ash samples which contain large
amounts of inorganic material in addition to carbon. The small amount of carbon and the influence of
mineral matter on solution pH are important concerns in the development of standard tests.

SIGNIFICANCE TO FOSSIL ENERGY PROGRAMS

The Nation faces a serious question concerning what to do with fly ash from coal-fired power stations.
Only about 14% is presently utilized in cement and concrete products, and this is by far the largest single
re-use market for this material. Most of the remainder is landfilled and thus there is clear economic
incentive for utilities to seek new opportunities for utilization. This project is concerned with better
characterization of thefly ash, and identification of potential new uses of the ash. It is the "organic"
portion of the ash, the unburned carbon, which may be the key to success in many new utilization
schemes. The unburned carbon content has been significantly increased by the introduction of new NO
control technology and this trend may continue as NOXx regulations tighten. The increased levels of carbon,
and the different nature of the carbon, offer significant challenges for conventional ash utilization in
concrete, but also opportunities for new markets exploiting the sorptive properties of the porous carbon
residue.

PLANS FOR THE COMING YEAR

* to continue the assessment of residual carbon as an environmental sorbent, especially in liquid-phase
applications.
* to publish amajor article on the characterization of the 60 field samples

* to explore ways of modifying carbon surface areato avoid surfactant uptake
* to extend the resultsto other air entraining admixtures
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